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CAUTIONS & LIMITATIONS
• Avoid applying RapidDry in direct sunlight. Always 

work on the shady side of the wall or protect the 
area with appropriate shading material.

• Clean potable water may be added to adjust 
workability. Do not overwater.

• Shall not be used to adhere to wood based 
substrates.

• Mixing paddles and pails must be clean. 
Contamination from previous mixing will lead to a 
short pot life.

• Wear protective eyewear and clothing since the 
product does contain cement, which can irritate.

 
CLEAN UP
Clean tools with water while Rapidry DM 35-50 
mixture is still wet.

TECHNICAL AND FIELD SERVICES
Available on request.
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Temporary Protection: Shall be provided at all times until adhesive, base coat, finish and 
permanent flashings, sealants, etc. are installed to protect the wall from weather and other damage.

Substrate Preparation: Application is to Dryvit-approved substrates. Typically, these include 
exterior grade gypsum sheathing, DensGlass Gold®, or exterior cement boards, clean unpainted 
concrete, concrete block, brick and stucco. Substrates must be flat within 1/4 in (6 mm) in any
4 ft (1.2 m) radius. Rapidry DM 35-50 is not approved as an adhesive for wood based sheathing.

PROPERTIES

Pail Mixing: One 50 lb (22.7 kg) bag of material will produce approximately 5 gal (19 L) of Rapidry DM 
35-50 mixture.  To a clean 5 gal (19 L) pail, add 7-8 quarts (6.5-7.6 L) of clean potable water.  Add the 
Rapidry DM 35-50 slowly while constantly mixing with a Wind-lock B-MEW, or B-M1, or B-M8 mixing 
paddle at 450–500 rpm, driven by a high-torque 1/ 2 in (12 mm) drill.  NOTE: A minimum 7 amp drill 
works best for Portland cement based materials.  
Mix until uniformly wetted, adjusting consistency with a small amount of water or Rapidry DM 35-50.  
Allow the mixture to set for a minimum of 5 - 10 minutes and mix again to break the initial set.  
Retemper, adding a small amount of water if necessary.  Material must be free of lumps before using.

Mortar Mixer: Add 7.5-8.5 quarts (7.0-8.1 L) of water for each 50 lb (22.7 kg) bag of Rapidry DM 
35-50 into a clean mortar mixer.  Add the Rapidry DM 35-50 while the mixer is running.  Mix 3 to 5 
minutes, shut mixer off for 5 – 10 minutes, then run mixer for another 2-3 minutes to break the initial 
set and add a small amount of water if necessary.  The pot life is 45-60 minutes depending on 
temperature.

MIXING

Surface must be unpainted, clean, dry, structurally sound and free of efflorescence, grease, oil, form 
release agents and curing compounds.

SURFACE PREPARATION

Adhesive: Using a stainless steel notched trowel to apply the Rapidry DM 35-50 mixture to the entire 
back of the insulation board. The notches shall be minimum 3/8 in (9 mm) wide, 1/2 in (12 mm) deep 
and spaced a maximum of 1 1/2 in (38 mm) on center. Ribbons shall run vertically when installation is 
placed on wall. CAUTION: Do not apply Rapidry DM 35-50 mixture directly on the substrate. 
Immediately place the insulation board on the substrate, ensuring that no Rapidry DM 35-50 mixture 
gets into board joints. Do not allow the Rapidry DM 35-50 mixture to form a skin before positioning 
the insulation board on the substrate as it will affect the bond strength. 

Base coat: Sliver all gaps between EPS board joints and rasp the entire face of the insulation so that 
there are no irregularities greater than 1/16 in (1.5 mm). Apply the base coat to the entire surface of 
the insulation board. Fully embed the reinforcing mesh in the wet base coat troweling from the center 
to the edge of the reinforcing mesh so as to avoid wrinkles. The reinforcing mesh shall be continuous 
at all corners and lapped or butted in accordance with Dryvit’s recommendations. The overall minimum 
base coat thickness shall be sufficient to fully embed the reinforcing mesh. The recommended method 
is to apply the base coat in two passes. All areas requiring higher impact performance shall be detailed 
on the project drawings and described in the contract documents. The application shall be installed in 
accordance with Dryvit’s recommendation.

APPLICATION


